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Geochemical 
Lab Report

.. *
Boalv-dcgg, Inc.

12980 NMea Cedar Dr.
I aktxxxl, Colorado 80228 

(M3) 9894404
BC
BONDAR CLEGG



Kondur-( kug. Inr.

12*180 Wesl Cedar Dr. 
Lakewood, Colorado 80228 
(303)18111404

BONDAR-CLEGG

Geochemical
I^h Report

REPORT) 098-1637 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohh mining corp. 
project: none listed

submitted by: j. barron
DATE PRINTED: 23-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 36 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 36 2 -150 36 Assay Prep 36
Saeele Pickup 1

remarks: SAMPLES 5-10 THROUGH 25-30 WERE not received 
WITH THE SAMPLE SHIPMENT.

FINAL RESULTS ARE REPORTED.

REPORT COPIES TO! MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO*. MR. JIM BARRON



Hondar-( legj;. Inc.
129#) VVtei Cedar Dr.

I aJ.ev.ood, Colorado 80228 
(303) 9894401

BONDARCLEGG

Geochemical
Lab Report

REPORT*. 098-1637 PROJECT! NONE LISTED PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R88-524-0-5 0.043
D2 R88-524-30-35 0.012
D2 R88-524-35-40 0.033
D2 R8B-524-40-45 0.038
D2 R88-524-45-50 0.017

D2 R88-524-50-55 0.015
D2 R88-524-55-60 0.013
D2 R88-524-60-65 0.016
D2 R88-524-65-70 0.029
D2 R88-524-70-75 0.027

D2 R88-524-75-80 0.018
D2 R88-524-80-35 0.014
D2 R88-524-85-90 0.031
D2 R88-524-90-95 0.033
D2 R88-524-95-100 0.033

D2 R88-524-100-105 0.032
D2 R88-524-105-110 0.073
D2 R88-524-110-115 0.030
02 R88-524-115-120 0.026
D2 R88-524—120—125 0.030

02 R88-524-125-130 0.017
02 R88-524-130-135 0.058
02 R88-524-135-140 0.031
02 R88-524-140-145 0.054
02 R88-524-145-150 0.051

02 R88-524-150-155 0.198
02 R88-524-155-160 0.011
02 R88-524-160-165 0,040
02 R88-524-165*170 0.083
02 RS8-524-170-175 0.032 X

02 R88-524-175-180 0.257
02 R88-524-180-185 0.150
02 R8B-524-185-190 0.017
02 RB8-524-190-195 0.073
02 R88-524-195-200 0.056

02 R88-524-200-205 0.037 ✓



Boocbr-Clcn. be.
Otto West Cedar Dr. 
LArwood. Colorado 80228 
(3d3> si»M404

BONDARCLEGG

(rfochemical
lab Report

BROHH MINING CORP. 
KR. JIM PAKRON 
P.O. BOX 485 
PEADWJOB. Sr 
57732



Bondar Clr«. Inc.
.C»\XterC«Jar Dr 

1 jfcrviood, Colorado 80228 
(W!) w-nm

BONDARCLEGG

(ieochemical
I-ah Report

REPORT*. 098-1638 ( COMPLETE ) reference info: none listed

client: brohm hinimg corp. 
project: none listed

submitted by: j. barron
DATE PRINTED: 23-DEC-38

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 24 0,002 OPT Fire Assav

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 24 2 -150 24 Assay Prep 24
Sample Pickup 1

remarks: final results are REPORTED.

REPORT COPIES TO! MR. JIM BARRON INVOICE TO*. MR. JIM BARRON
MR. JIM BARRON



Geochemical
Lab Report

Bondar-Ort*. Ik.

OWO Wes Cedar Dr 
LAr»ood. Colorado 80228 
(30D9W-W4

BONDAR CliGG

REPORT: 098-1638 project: none listed pak: i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

02 R88-524-205-210 0.049
D2 RB8-524-210-215 0.022
02 R88-524-215-220 0.031
02 R8B-524-220-225 0.041
02 RS8-524-225-230 0.059

----------------------------------------
02 R88-524-230-235 0.030
02 R88-524-235-240 0.041
02 R88-524-240-245 0.034
02 R88-524-245-250 0.037
02 R88-524-250-255 0.045

02 RB8-524-255-260 0.054
02 R88-524-260-265 0.051
02 R88-524-265-270 0.040
02 R88-524-270-275 0.046
02 R88-524-275-280 0.065

02 R88-524-280-285 0.029
02 R88-524-285-290 0.033
02 R88-524-290-295 0.051
02 R88-524-295-300 0.045
02 R88-524-300-305 0.031

02 R88-524-305-310 0.020
02 R88-524-310-315 0.042
02 R88-524-315-320 0.028
02 R88-524-320-325 0.072 X



BoodaM tr>x Inc.

L29HD West Cedar Dr.
I alrwood, Colorado 80228 
<*») WWM

BONDARQLEGG

(kochemkal 
I -ab Report
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Bondar < h*. Inc.

l29S0\fc« Cedar Dr.

I akrwtxxl, Colorado 80228 

(3®) V89+I04

(Geochemical 
Lab Report

BONDAR CLEGG

REPORT: 098-1639 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohn mining corf. SUBMITTED BY: J. BARRON
project: none listed DATE PRINTED! 5-JAN-89

ORDER ELEMENT
NUMBER OF 
ANALYSES

LONER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT F» re Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Netness 1126
Seaple Pickup 1

reharks: final results are reported.

REPORT COPIES TO*. NR, JIN BARRON INVOICE TO! NR. JIN BARRON
JSL JIN BARRON




